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Abstract
Microfluidics is an innovative technological platform with a vast potential to streamline
processes in biology, chemistry, and biomedical fields. Microfluidic integrated biosensors attract
much attention due to extreme miniaturization, low sample consumption, and increased
homogeneity in mixing conditions, leading to enhanced sensitivity. Nowadays, many
researchers focus on inexpensive and flexible laser production of polymer-based microfluidic
devices for sensing applications due to their ease of production and rapid processing benefits. In
this article, we present some key factors for the simple and rapid production of microfluidic
components of the microwave sensor by using the CO2 laser ablation technique. The technique
does not require any cleanroom or complex laboratory setups and provides short fabrication
times for prototyping. It is observed that, at high laser power (30 W) and low scan speed
(125 cm s−1), both the channel depth and the surface roughness increase greatly as opposed to
channel waviness. It is also demonstrated that heat treatment is a viable method to reduce the
channel roughness with a trade of channel depth. In the second section, prepared channels are
bonded onto the split ring resonators (SRRs) fabricated using polymethyl methacrylate as a
substrate. Power reflection measurements from SRR are performed using a continuous flow
system that injects 100 mM glucose solutions into the channels. Change of dielectric constant
due to glucose loading generates a meaningful resonance frequency shift, showing a possible
use scenario of the device as a biosensor.

Keywords: microfluidics, laser engraving, roughness, split ring resonator, lab on chip sensor

(Some figures may appear in colour only in the online journal)

1. Introduction

Microfluidic technology is a novel platform dealing with beha-
vior, precise control, and manipulation of fluids confined to
a small, typically sub-millimeter, scale [1]. The technology

∗
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dates to the 1950s, to the development of inkjet printers. After-
ward, the principle of using silicon-based micromachining of
microvalves and micropumps was advanced in the 1960s [2].

Recently, many efforts have been spent on microelec-
tromechanical integrated microfluidics systems, especially for
biomedical sensing [3]. These modern technology devices
provide users high sensitivity and reliability while offer-
ing other advantages such as high-quality factor, reagent
minimization, real-time measurement possibility due to short
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diffusion times, reduced process cost, non-contact measure-
ment possibility, etc [3, 4].

Following the integration of microfluidic devices with elec-
tromechanical systems to realize point-of-care testing, the
need for complex laboratory setup and experienced personnel
is no longer required to perform sensing. Additionally, due to
the large surface-to-volume ratio gained in micro-scale (com-
pared to macro-scale), higher sensitivity and sensing perform-
ance can be achieved [5, 6]. In view of these advantages, integ-
ration of microfluidics with other sensing systems creates new
possibilities for the future of biosensing applications.

Production of microfluidic devices initially commenced
with the patterning of silicon-based polymers by a complex
manufacturing technique called lithography [7]. The method
is based on local exposure of a radiation-sensitive polymer to
form crosslinks to obtain minimized features on the desired
substrate [8, 9]. After that, the patterned design is utilized as
a mold and can be used to produce silicon-based microfluidic
devices. The method is very costly and time-consuming, and
the availability of cleanroom facilities is a must. Considering
the contamination in many microfluidic applications, single-
use devices are desired, making lithography not the first choice
of production. Apart from lithographic patterning, many other
production techniques have been developed for micropattern-
ing of microfluidic channels, such as hot embossing [10],
injection molding [11], casting, 3D printing [12], and laser
ablation [13].

All these fabrication techniques are considered relatively
complex and expensive due to high-cost equipment require-
ments. Laser ablation is an alternative method of micro-
production based on removing thematerial from the surface by
using focused electromagnetic radiation [14]. Different types
of laser systems can be used for micro-production, such as
ultra-violet (UV) [15–18] or continuous infrared (IR) lasers.
In the case of a UV laser, a high energy light is used for the tar-
geted breakdown of the material in very short pulses, whereas
for IR laser systems, a computer-controlled CO2 laser set-up
is used for the ablation of the designed pattern on the sur-
face of the desired substrate under continuous IR radiation,
[19–22]. Channel dimensions are controlled by laser power,
scanning speed, and the distance between the substrate surface
and the focal plane of the laser beam in both systems [14].
Although both techniques have been used for microfabrica-
tion, UV lasers are not commonly preferred due to low repeat-
ability [23].

In the case of IR lasers, designed channels are etched on
the surface of the substrate without the need for any mold or
photomask and can easily be used with a wide variety of low-
cost polymers. Channel dimensions can be controlled by laser
power, scanning speed, and the distance between the substrate
surface and the focal plane of the laser beam.

Polymethyl methacrylate (PMMA) is one of the most dis-
tinguished substrates that has been used in laser engraving
due to its thermal stability, low diffusivity, low cost, and
strong chemical resistance. Additionally, the material provides
high gas impermeability and mechanical robustness, making
it a frequently used material in microfluidic chip fabrication
[24, 25]. Although the material properties can easily vary

Table 1. A summary of the previous works performed on the
reduction of surface roughness in PMMA based microfluidic
devices obtained by CO2 laser engraving technique.

Author
Surface
enhancement Roughness (Ra)

Cheng et al [30] Thermal annealing 2.04 nm
Wang et al [28] Wet chemical surface

etching
10 nm

Huang et al [27] Pre-eating 100.86 nm
Mohammed et al [31] Multi-pass 1.5–2.5 µm
Han et al [32] Preheating 5 µm

depending on the purity, it also offers to create single-use
devices in bulk due to its low cost.

Even though CO2 laser engraving is a quite promising tech-
nique for micro-production, it also brings some disadvantages
that need to be solved, such as high manufacturing defects,
surface roughness, and low control over microchannel depth
[8, 26]. Low surface roughness is the desired parameter, since
roughness has a direct impact on the flow and transporta-
tion phenomena. Additionally, the high surface roughness may
block the microchannels by accumulating residual deposits
due to burrs and gouges along the channel and may affect
the flow regime locally. Hence, improving the surface rough-
ness and smoothness of microchannel surfaces has become
an important issue. While tremendous work has been done
to reduce the surface roughness by performing pre-and post-
processing techniques, such as tempering the substrate before
ablation [27], surface etching by a variety of solvents [26, 28],
two pass micromachining [29], there is still a long way for
improvement. Table 1 summarizes the achieved surface rough-
nesses in various works.

In this work, we present a novel prototyping method to
produce a microfluidics integrated electromagnetic resonator
lab-on-chip system for sensing applications with low sur-
face roughness. Initially, we report a full characterization of
PMMA microfluidic channel surfaces, prepared by fast pro-
totyping with CO2 laser ablation technique by modifying
two major parameters in laser during micromachining: laser
speed and power. We have employed a faithful approach to
determine the optimum input parameters for laser machin-
ing by combining focus stacking and profilometer analysis.
The second part of the study is dedicated to the production
of the microwave resonator incorporating a microfluidic lab-
on-chip sensor, prepared by using optimized process paramet-
ers described in the first section. As-produced channels are
bonded with metamaterial-inspired split-ring-resonator (SRR)
structures printed using silver (Ag) ink by a precision dispens-
ing system. Finally, preliminary results, along with the meas-
urement setup, are presented.

2. Sensor fabrication

2.1. Microfluidic channel design and production

Commercially available PMMA sheets, with the size of
2 mm × 200 mm × 300 mm, were used as microfluidic
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Figure 1. Schematic representation of micro engraving process.

chip material. For profile and topography analysis, rectan-
gular 10 mm × 0.6 mm microfluidic channels were drawn
in AutoCad Software, and the outputs were exported to
VersaLaser Software. For micro-production, Versalaser VL-
200 CO2 laser, at a wavelength of 10.6 µm, was used at vari-
able laser power (3–30 W), and scan speed (125–500 cm s−1)
settings. Schematic descriptions of the process and the exper-
imental setup used during engraving experiments are repres-
ented in figure 1. All experiments include a single pass of the
laser beam fixed at a constant focal height of 100 mm from the
top of the surface. With the beam size on the focused spot as
31 µm, the maximum surface power density is calculated as
2.4 × 106 W cm−2.

To analyze the effects of temperature on the engraved chan-
nels, a separate set of PMMA samples were exposed to heat
(80 ◦C) for 3–5 min before the engraving procedure. To ensure
that thermal treatment on the PMMA surface was success-
fully performed, a contact angle analysis was done on both
thermally treated and untreated PMMA surfaces by the sessile
drop method. Typically, 10 µl milli-Q water is placed on the
surface of the substrate, and eight sets of images of the droplet
have been collected. The experiments have been repeated 3
times per set. Collected images have been analyzed using the
ImageJ software with the Contact Angle plugin. Preheated
samples were engraved at different scanning speeds and laser
power levels, as in the case of untreated samples. These were
then compared with the samples fabricated without any heat
treatment.

The channel profile data was obtained by using a Dek-
tak XT stylus profiler from Bruker instruments. Both trans-
verse and longitudinal directions were used for the profilo-
meter scan. Recorded surface profile data were then processed
with Gaussian regression filters built in the Vision 64 soft-
ware (Bruker instruments) to be separated into its waviness
and roughness components. Roughness was then quantified
using the arithmetical mean deviation definition of roughness,
which was denoted as Ra. Longitudinal roughness was calcu-
lated over a longer segment (2 mm on average) compared to

Figure 2. (Top) Geometric structure of the SRR design, loop
antenna, microfluidic channel. (Bottom) Cross-sectional view of the
sensor structure across the X–X’ line marked on the top figure.

the transverse roughness case, where a flatter, shorter (50 µm
in average) segment was used. Segment lengths used in the
calculation of transverse roughness for preheated samples
were even shorter (10 µm on average) since the overall chan-
nel profile approximates a bell curve, where relatively flat seg-
ments in transverse direction were harder to observe.

Additional analyses of microchannels were done by differ-
ent imaging methods for a qualitative comparison of the chan-
nel profiles. The depth of field analysis (DOF) is performed
initially by merging a stack of images acquired at different
focus heights using an optical microscope. In this way, we
obtained an entirely focused composite image which is then
used to create a 3D surface plot of the ablated section by the
ImageJ plugin ‘Interactive 3D surface plot’. Scanning electron
microscopy (SEM) was also employed for imaging engraved
channels. SEM images were obtained by using Philips XL30
environmental SEM at 5 kV.

2.2. SRR and loop antenna design and production

SRR with various shapes is the most frequently used struc-
ture in which the sensing principle is based on electromagnetic
interaction of the analyte with the resonator [33–35]. These
sensors are distinguished by their simple design, ease of fab-
rication, low cost, high sensitivity, quality factor, contactless
operation, and reliable measurement capability [36]. Due to its
ability to concentrate electric fields in a single sensitive area
at its gap, the basic circular SRR structure shown in figure 2 is
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used in this work. Themicrochannel is designed to pass around
the inner gap of the SRR, where the electric field distribution
has higher sensitivity to obtain at the desired level of frequency
shift, [37].

The ring resonator has an inner ring radius of R, the induct-
ive component L, and capacitance C. The main component
capacitance has two main contributions from gap capacitance
Cgap and surface capacitance Csur as shown in equation (1)
[38]:

C= Cgap +Csur. (1)

The resonance frequency f 0 of the SRR can be engineered
based on equation (2),

f0 =
1

2Π
√
LC

. (2)

In this work, the SRRs are coupled to individual loop anten-
nas surrounding them. With the loop antennas, measurements
can be done by using a single port per single resonator. To
maintain a high Q value in a simple structure, conductive sil-
ver ink, with a conductivity value of 1250 S cm−1, and PMMA
substrate with lower dielectric loss are used for printing. Based
on this principle, an SRRwith f 0 at 1.525GHzwas designed to
be fabricated on a 76 × 52 mm2 PMMA substrate. Voltera V-
One is used for the precision printing of the reference and the
test SRR’s by depositing conductive ink on the substrate with
high precision and thermally curing the ink with its integrated
heater.

Bonding of microchannel and resonator was realized using
the solvent binding technique with a manual sublimation heat
press. The technique involves applying a thin layer of ethanol
(70% v/v) onto both PMMA layers that will be bonded. After-
ward, the layers are pressed between the hot press plates with
an additional copper plate for 250 s at 105 ◦C.

2.3. Measurement set-up

The measurement set-up is given in figure 3. The reflec-
tion coefficients of reference and test SRRs, S11 and S22,
respectively, were used for analysis. S11 and S22 represent
the measure of reflected power at each port and are frequency
dependent. The power sent to the port will be received by the
SRR structure, minimizing the reflection at its resonant fre-
quency. Hence, S11 and S22 can be used to track the res-
onant frequency of the SRRs. Measurements were conduc-
ted using a Vector Network Analyzer (Rohde & Schwarz
ZNL VNA). Before analyte loading, the reflection spectra
for SRR containing deionized (DI) water is recorded. Next,
100 mM glucose solution is introduced from the middle chan-
nel (channel 2) by using a micro syringe pump operating
at a flow rate of 100 µl min−1, while DI water is flowing
through channel 1 at flow rate of 100 µl min−1 . The sil-
icone tubing of 3 × 4 mm (I.D × O.D) is used for the
connection. The measurements were repeated five times for
each case.

Figure 3. Measurement set-up.

3. Results and discussion

3.1. Microfluidic channel characterization

Initial tests include changing the two main parameters in
the CO2 laser, power (3–30 W) and scanning speed (125–
500 cm s−1) to ascertain the impact of the laser parameters
on surface topography. 3D surface plots, obtained from DOF
analysis of microscopy images, are given in figure 4. At high
laser power (24–30 W) and low scan speed (125 cm s−1), the
macro-scale waviness of the channels is quite low in compar-
ison to the low laser power (6–18 W) and high scan speed
(500 cm s−1) cases.

The channels ablated at 30 W and 125 cm s−1 scan speed
bears smooth and wider profiles, whereas the channels ablated
at 6 W and 500 cm s−1 yields shallower and wavy surfaces.
The reason for observing such a difference in the surface topo-
graphy can be explained by the fact that the PMMA is not a
thermally stable material and will decompose to its monomer
around 220 ◦C under laser irradiation [39]. This process yields
the combustion of methyl methacrylate (MMA) into smaller
gaseous products. At constant laser power (30W), it is possible
that increased local temperature permits enough time for mol-
ten PMMA to vaporize in the form ofMMA for low scan speed
(125 cm s−1), whereas for high scan speeds (500 cm s−1), the
ablated MMA re-solidifies in the scanned location [30].

Based on the data obtained from profilometer readings,
surface roughness, Ra, was calculated both for longitudinal
and transverse directions at different laser power and speed
values. The results presented in figures 5(a) and (b) indicate
that the surface roughness tends to increase with higher laser
power and lower scan speed for both longitudinal and trans-
verse directions as opposed to waviness. This is attributed to
the transfer of the induced heat to the material surface, which
is quite effective throughout the melting and removal of the
substance during the channel engraving process. Globally, the
longitudinal roughness values are between 0.3 µm and 4.3 µm,
whereas the transverse roughness values have a range around
0.06 µm–1 µm.
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Figure 4. Three-dimensional surface images of the engraved PMMA at different laser power (3–30 W) and scan speed (125–500 cm s−1)
values.

Figure 5. (Top) Surface roughness of microchannels in (a)
longitudinal and (b) transverse directions at varying laser power and
scan speed levels. (Bottom) Contact angle of water droplets (left)
before preheating (right) after preheating.

The contact angle measurements performed on samples
subjected to heat treatment demonstrate a change in the sur-
face property of the PMMA. As shown in figure 5(c), the con-
tact angle of the milli-Q water droplet with the PMMA surface
increases to 85.9◦ ± 0.4◦ after the heat treatment process from
its original value of 80.3± 0.3◦. Such an increase agrees with
the previous studies and confirms that the preheating modifies

the chemical composition of the PMMA surface and increases
wettability [40].

The effects of preheating on both longitudinal and trans-
verse surface roughness values are presented in table 2 for two
different power (18–30 W) and scan speed (125–500 cm s−1)
levels. The longitudinal surface roughness of the PMMA
before the heat treatment is 1.8738 µm for scan speed of
125 cm s−1 at 18 W. It is observed that, after the heat treat-
ment, the roughness decreases to 0.9651 µm. The heat treat-
ment significantly reduces the surface roughness for both
directions throughout the channel. The reason for such a
decrease is mainly due to the thermal decomposition of the
polymer under heat. SEM images of PMMA channels pre-
pared without any treatment and with preheating are shown
in figures 6(a) and (b). Mainly, the microchannel surface, pre-
pared by untreated PMMA, bears a large number of trapped
microbubbles at the interface (figure 6(a)) due to rapid temper-
ature increase during ablation, causing the pronounced rough-
ness [27]. Preheating the PMMA layer (figure 6(b)) close to
the glass transition temperature where the phase transition
between the solid and gas phase starts ensures that the bubbles
escape from the transition layer easily during ablation. Ra val-
ues for heat-treated channels still follow an increasing pat-
tern with increased laser power and decreased laser speed val-
ues, similar to those without preheating. The reduction is more
prominent in the transverse direction.

Following a similar type of analysis performed initially
for surface roughness, we employed the same parametric data
alteration (laser power, scan speed) to correlate the channel
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Table 2. Effect of heat treatment on the surface roughness in longitudinal and transverse directions of microchannels fabricated using laser
power of 18 W and 30 W with the scan speed of 125 cm s−1 and 500 cm s−1.

Longitudinal roughness (µm) Transverse roughness (µm)

No pretreatment Pretreatment No pretreatment Pretreatment

s = 125
cm s−1

s = 500
cm s−1

s = 125
cm s−1

s = 500
cm s−1

s = 125
cm s−1

s = 500
cm s−1

s = 125
cm s−1

s = 500
cm s−1

P = 18 W 1.873 0.175 0.965 0.009 0.398 0.240 0.003 0.003
P = 30 W 2.866 0.269 1.773 0.067 0.893 0.348 0.017 0.067

Figure 6. SEM images of the l microchannels at a laser power of 18 W and speed of 125 cm s−1 (a) no pretreatment (b) preheated to 80 ◦C.
(c) Effect of laser power and surface pre-treatment on the channel depth of engraved microchannels at varying fabrication parameters.

depth with these parameters. The results are summarized in
figure 6(c). Analysis indicates a direct correlation between the
channel depth, laser power, and scan speed. With high laser
power (30 W) and low scan speed (125 cm s−1), it is prob-
able that the beam can easily penetrate the polymer and ablate
deeper microchannels to generate a depth of 768 µm. For the
preheated samples, channel depths were found to be consist-
ently lower than their non-preheated counterparts (table 3).

3.2. SRR and loop antenna measurements

In microwave sensing experiments, the microchannels are
prepared by using laser power of 18 W and scan speed of

500 cm s−1 since these parameters yield low surface rough-
ness and deep channel profile. In the next step, a 100 mM
glucose solution is introduced to the microchannel. Five sub-
sequent measurements were taken. The averages of the meas-
urements and the absolute difference between the measure and
reference readings are shown in figure 7. Reference and test
sensors reveal different nominal resonance frequencies stem-
ming from the fabrication tolerances in pattern transfer and
printing processes.

Differential measurements are obtained by measuring the
reflection parameters for reference and test sensors as a
function of frequency. Figure 7 shows results for nominal
and loaded states of the microchannels. For the sensing
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Table 3. Effect of heat treatment on depth of microchannels fabricated using scan speed of 125 cm s−1 and 500 cm s−1 with laser power of
6,18, 30 W.

Depth (µm)

No pretreatment Pretreatment

s = 125 cm s−1 s = 500 cm s−1 s = 125 cm s−1 s = 500 cm s−1

P = 6 W 175.773 7.664 86.274 2.437
P = 18 W 517.029 72.224 366.164 21.953
P = 30 W 768.613 107.506 490.421 35.462

Figure 7. Differential reflection measurements for the reference and
the test sensors.

experiment, the reference device is loaded with DI water as the
test device is loaded with DI water and 100 mM glucose solu-
tion. As expected, the test device exhibits a larger resonance
frequency shift (1%) in comparison to the reference device
(0.3%). Change of dielectric constant on the test device due to
glucose loading generates a meaningful resonance frequency
shift, demonstrating a possible use scenario of the device as a
biosensor.

4. Conclusion

In this work, a simple approach to microwave incorporating
microfluidic-based sensor design was studied. The approach
lends flexibility and simplicity to the fact that any 2D design
can be realized in an automated engraving procedure by using
PMMA as a substrate. These designs can be incorporated into
electromagnetic resonator structures for sensing applications.
Moreover, the method allows rapid prototyping of the device.
A trade-off between the channel depth and surface roughness
has been observed. The depth and roughness increase with
increased laser power and decreased scanning speed. A satur-
ation behavior in channel depth is observed as the laser power
is increased beyond a certain point at low scanning speed val-
ues, which is not observed in the surface roughness behavior.
Roughness values evaluated in both transverse and longitud-
inal directions are found in the same order of magnitude.

The proposed system has been utilized to demonstrate
a preliminary glucose sensing platform. SRR platform
generated promising results. The nominal value of the ref-
erence sensor is measured as 1.595 GHz, and it shifts to
1.592 GHz, which gives a 0.3% change in the resonance fre-
quency, whereas the nominal value of the test sensor is meas-
ured as 1.485 GHz, and it shifts to 1.475 GHz, which corres-
ponds to 1% frequency change. Thus, a meaningful resonance
frequency shift has been observed as the dielectric constant
changed due to glucose loading.
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